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Abstaract

In the utilization of aluminum alloys for structural applications , one
difficulty to be overcome is the reduction of mechanical properties of welded
joints as compared to the parent material, consequent upon the weaker strength
of the welded metal (WM) and the distortion in the heat affected zone (HAZ)
due to the welding thermal cycle . In the present investigation   the tensile
characteristics of joints welded plates of 7020 alloy under Arc welding at
different pre strain before welding (5 ,10 , 20 ,30 %) and  joint design (single
and double V with angles equal to 70º,80º,90º) are investigated ,and the
subsequent microstructure evolution  after welding is assessed which improve
the properties . This paper show that the improvement in mechanical properties
(Yield and Tensile strength)  carried out with 20% pre strain at  a single V with
angle equal to 90º compared with double V and reduced with increasing pre
strain (30%) due to phase transformation of ή to the stable microstructure η
(MgZn2). And changing joint design angles has little effect on mechanical
properties improvement compared with joint design shape (single and double V
).
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قة بین االنفعال المسبق ، تصمیم وصلة اللحام، والتركیب المجھري في لحام سبیكة االلمنیوم العال
)7020(
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شونم رشید جالل

جامعة صالح الدین-قسم المیكانیك-كلیة الھندسة 

الخالصة

یعتبر االلمنیوم من السبائك المھمة وذو فائدة في بناء الھیاكل ا

.نتیجة الدورات الحراریة التي یمر بھا المعدن اثناء اللحامHAZ)(المنطقة المجاورة للحام 

) 7020(اللحام في سبیكة االمنیوم یتناول البحث دراسة الخواص المیكانیكیة لمنطقة
%) 30,20,10,5(انفعال اولي قبل اللحام وبنسب مختلفھ 

V درجة وتمت عملیة اللحام بطریقة القوس الكھربائي ) 90,80,70(من جھة واحدة ومن جھتین وبزاویة
)

) .وتصمیم وصلة اللحام 

) (ولقد تبین من البحث بان ھناك تحسنا في خواص الشد 
02 %V90

تحول % V30بالتصمیم على شكل حرف  بب  بس
ή(MgZn2) ηالطور

.من جھة واحدة ومن جھتین Vخواص الشد مقارنة بتصمیم وصلة اللحام على شكل حرف

Introduction:-

Aluminum is  high strength (7000) series based on Al –Zn – Mg system are
widely used for structural application in aerospace , automotive industry , auto
parts and bombers due to their high specific mechanical properties  [1-2] .

But these alloys are not weldable which means it can not be fusion welded
without experiencing a large amount of cracking during solidification in the
weld due to copper presence in these alloys although one type of these alloys (
7020 ) is generally middle strength and gives high strength of welded joints
compared to all other weldable Al alloys [1-3-4 ] .
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These alloys differ from other weldable Al alloys in that they are age harden
significantly at room Temp. Moreover the strength properties that are developed
are relatively insensitive to rate of cooling from the high temperature , and they
possess a wide temperature range for solution treatment , i.e.350 oC and above,
with the welding process itself serving this purpose [ 5] .

The 7000 series studied here are especially sensitive to welding because their
microstructure is not stable with temperature ,these alloys have gained strength
through a complex precipitation sequences including metastable phase (Guiner
Preston zone)and ή phase and stable particles (essentially the η phases thus their
modification during welding is a limited issue [2] .

Welded joints in Al unlike structural steel , tend to suffer serious weakening in
the heat affected zone HAZ softening , and the strength can be nearly halved
after welding so Al joints sometimes fail in the weld metal and sometimes in the
HAZ depending on the combination of being used [1-6-7] .

In this investigation we studied the effect of pre strain ( dislocation forming  or
the relation between  dislocation and microstructure ) before welding on some
mechanical properties for 7020 Al alloys by manual arc welding were no
research has focused on it .

Experimental procedures :

The material used in this investigation was wrought Al alloy type (7020) having
chemical composition of (Al -4.5% Zn -1.2 % Mg -0.05 % Zr -0.035 % Si -0.25
%C r-0.33 % Mn -0.4 % Fe -0.2 % Cu.

Specimen of dimension (200×25×15) mm were prepared from plates (15mm )
thickness which was at T6 condition (heating at 480 0C for 30 min. + water
quenching + 6 hrs. at 100 0C + 15 hrs. at 140 0C) at peak condition when the
mechanical properties were high .The specimen were subjected to 5 ,10 ,20,
30% pre strain before welding  by using compression machine then the joint
configuration prepared by milling machine for all the weldments which consists
of a single V (groove) and double V with angles equal to 70º-80º 90 ºwith a root
hight ( c) of 2mm in a single V and 3mm in double  V as shown in fig. 1 [4-8] .
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Metal manual arc welding processes have been selected for this alloy with (
volts =26 V , current = 240 Amp , welding speed = 540 mm/min ) which have
been developed more recently than gas welding owing chiefly to the inherently
unstable nature of arcs between Al electrodes. In the arc welding of Al there
remains a tendency to unsoundness in the weld .[8]

Welding has been done with filler type (4043) and composition of the filler was
(4.5-6% Si , 0.8% Fe ,0.3% Cu  , 0.05% Mn ,  0.05% Mg ,0.1% Zn ,  0.2% Ti
and the Al is rest ).[4-9]

The tensile test specimens were machined from welded samples according to the
ASTM A 370 standard with a gauge length of (25mm) and (6.25mm).[10]

The TERCOMT 3037 universal tensile and compression test machine used to
get the results of yield , tensile strength and elongation with the strain rate of
0.036S -1 .

To investigate the metallurgical aspects (shapes and size ) of grains optical
microscope used for some specimens after grinding , polishing , and etching
then using tuker followed by keller reagent. [10]

Result and discussion:

The mechanical properties produced after welding are not very high therefore
many previous researches tend to improve the properties by many methods such
as heat treatment before and after welding , changing the welding parameter,
process welding ……etc. But our research used strain before welding to
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improve the mechanical properties .We used the alloy in peak condition T6
before pre strain because the microstructure of this condition formed from ή(The
intermediate and unstable phases ) where the strength and hardness was high
[11] .

The yield and tensile strength  for above conditions  before welding were 310
,392 Mpa respectively but after welding the evolution reduced for all specimen
subjected to pre strain in the two condition(single and double V design), in this
context  D.A.shelwatkar [3]observed that the softening in the welded metal is
usually explained based on the coarsening of the metastable phase due to the
temperature increases also the heat of welding acts as a local annealing
operation reduced the strength of the weld [12] .

Figs. 2,3 show the reduction in mechanical strength after welding for single V
design such as the reduction in yield strength reaches 54% (without strain ),53%
at low rate of  pre strain (5 % ),43% at high pre  strain (20 % ) and increased
after that to reach 57% at 30%  pre strain .

It was suggested that as pre strain % precedes dislocation will tend to pile up at
crystal boundaries and will be regions of increased potential energy due to the
extra micro-stresses present there . For this reason the grain boundary areas
become weak and failure will accelerated given low value of strength with little
improvement in elongation fig.4  [13] .

In single V design we can observe that the heat input is low compared to the
double V design so it is cooled fast and thus homogenous nucleation occur
which promotes the formation of large number of nuclei but smaller in size.
Microstructure No. 1,2.

This decrease in grain size subsequently increases the mechanical properties
compared with double V design , it means the improvement in the yield and
tensile strength related to the micro structural refinement.

Increasing single V design from 70º to 90º improves mechanical properties
slightly because large angles means the volume of  the filler was high and the
mechanical properties for the filler was low compared with base metal but large
angles means more pass welding ,more heat input and more interaction between
the filler and base metal which improve the mechanical properties. [14]
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Also the filler metal (Al5Si) which is used causes an increase in mechanical
properties of weld regions because it possesses a wide freezing range and during
solidification the (Al5Si) alloy contract is less than all or any of the other alloys
so that the risk of cracking is likely to be lower[15-16] ,

The mechanical properties are lowered in double V design ( figs. 5-6 ) due to the
increase in the heat input to the weld zone therefore the weld zone cools slowly
which promotes the formation of few nuclei but large in size precipitates η
(MgZn2) over aged condition which occurred due to phase transformation ή to η
microstructure No. 3-4  and this grain growth causes the reduction in mechanical
properties .
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Micro structure No.1 specimen pre strain 20% with      Micro structure No. 2
specimen pre stain 5%

single V design long grains (HAZ) and equiaxed           with single V design long
grain (HAZ) and
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grain weld zone.(300X)                                                  equiaxed grain weld zone.
(300X)

Increasing heat input over aging occurs much more rapidly (double
Vwith angles=90º) and the meta stable equilibrium ή does not persist,
this is though to indicate that the η phase is no longer able to survive so
the yield and tensile strength were reduced rapidly with improving
elongation fig. 7

In this context Dumont et al [17] studied the relationship between
microstructure, strength , and elongation ,they found that elongation is
confirmed to be minimum at peak strength and modified for over aged

Micro structure No.3 specimen pre strain 20%
with double V design long grains (HAZ) and
equiaxed grain weld zone.(300X)

Micro structure No.4 specimen  pre strain 5%
with  double V design long grain (HAZ) and
equiaxed  grain weld zone.(300X)
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(MgZn2 ) microstructure , also they described the evolution of
elongation as a function of microstructure parameters precipitates (coarse
or fine )on grain boundaries and the value of yield strength .

It can be observed by visual inspection of the specimens that more
welding heat may cause distortion and buckling of double V design
compared with single V design. This is attributed to that the total heat
input is greater and it is more diffuse, so during cooling the specimen
distorted due to local stress, For these reasons proper joint design , edge
preparation will counteract this tendency [ 8] .

Decomposition and precipitation due to heat in this alloy system has not
yet been correctly solved even though several attempts has been made
and in 7000 series alloys the effect of heterogeneous precipitation is more
complex in contrast to other Al alloys [18] .

Conclusions :-

1-The combined strengthening effect of the precipitation from welding
(heat input) and the high dislocation density (from pre strain %) improved
mechanical properties after welding .

2-The best result has been appeared to the samples having the
geometrical shape (90º single V) design compared with double V design .

3-Mechanical properties improved until 20% pre strain and reduced after
that at (30% pre strain).

4-Joint design angles has little effect on mechanical properties
improvement compared with joint design shape (single and double V) .

5-Interaction between the heat input ,microstructure, pre strain % , and
design of welding joint (shapes and angles ) is complex and more detailed
studies are needed to better understand this phenomena .
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